
103.3 Thin Film for Transmission Electron Microscope

SRM Description Mg Si Ca Fe O Ar

2063a Mineral glass 7.97 25.34 11.82 11.06 43.2 (0.4)

PLEASE NOTE:  The tables are presented to facilitate comparisons among a family of materials 
to help customers select the best SRM for their needs.  For specific values and uncertainties, the 
certificate is the only official source.

  Values in parentheses are not certified and are given for information only.
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